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Abstract

Surface properties of Au electrodes modified by benzenethiol derivatives with a fluorine atom(s) have
been methodically researched based on measurements of the work function and the contact angles.
Benzenethiol derivatives with a fluorine atom(s) at ortho, meta, and/or para position were used for
modification in this work. The measured work function was in a relatively wide range between
4.24-6.02 eV. The work function change from a bare Au surface was explained on the principle of
dipole moments obtained by quantum chemical calculation. The water contact angle was found to
vary between 64.8° and 97.7°. Furthermore, the surface tension was calculated from the measured
contact angles of water and ethylene glycol. The calculated surface tension was reviewed from the
perspective of the position of the substitute in the benzenethiol derivative. In addition, organic thin-
film transistors (TFTs) with drain and source electrodes modified with 2-fluorobenzenethiol (2-FBT),
3-fluorobenzenethiol (3-FBT) or pentafluorobenzenethiol (PFBT) were characterized as other
evaluations of the modified Au surface. The contact resistance in the TFT increased in the order of
PFBT, 3-FBT and 2-FBT. The increase of the contact resistance was consistent with the decrease in the

work function.

1. Introduction

Organic electronic devices such as organic thin-film
transistors (TFTs) [1-4] and light-emitting diodes
[5—7] have attracted attention because of their applica-
tion in large area, flexible, lightweight and cost
effective devises. In addition, organic TFTs exhibit
high field-effect mobilities close to those of oxide
TFTs. Field-effect mobilities up to about 10 cm* V™!
s~ ' have been reported [8—11]. In an organic TFT with
such a high mobility, the interface between the organic
semiconductor and the electrode strongly affects its
performance. The contact resistance at the interface is
known to suppress the overall performance. The
difference in energy level between the contact metal
and the organic semiconductor typically causes a large
contact resistance at its interface.

For organic TFTs, contact metals covered with a
specific monolayer have been used to control the work
function [12-17]. The dipole moment within the
monolayer leads to a change in the work function.

Benzenethiol derivatives have been used for such sur-
face modification. Pentafluorobenzenethiol (PFBT)
[18, 19] and 4-fluorobenzenthiol (4-FBT) [19-21]
have been used to increase the work function of the
contact electrodes in the p-channel organic TFTs. In
particular, PFBTs are currently used by many research
groups [22-24]. Conversely, 4-methylbenzenethiol
(MBT) [25-27] and 4-(dimethylamino)benzenethiol
(DABT) [25, 28] have been used to decrease the work
function of the contact electrodes in n-channel
organic TFTs. Although these four benzenethiol deri-
vatives are examples used in surface modification, in
most cases, derivatives with a substituent at para posi-
tion and no substituent at either the ortho and meta
position have been used for surface modification in
organic TFTs (excluding PFBT).

In surface modification, the degree of work func-
tion change depends on the dipole moment of a ben-
zenethiol derivative. The substituent in a benzenethiol
derivative induces the dipole moment and strongly
affects the surface energy on the monolayer formed by
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Figure 1. (a) Chemical structures of benzenethiol derivatives used for surface modification. (b) Coordinate system for expressing the
molecule axis and the direction of a dipole moment.

the benzenethiol derivative [29-33]. The Au surfaces
modified with PEBT, 4-FBT, and MBT, which are used
for organic TFTs, have relatively low surface tensions,
and exhibit large water contact angles [17]. The surface
energy plays an important role in the solution process
in which an organic layer is coated from a solvent con-
taining the organic molecule. The surface with a low
surface tension is not suitable for the solution process
of an organic semiconductor for organic TFTs
[34-36]. If a benzenethiol derivative with a substituent
at para position is used for surface modification, it is
challenging to control both the work function and the
surface energy independently. If a benzenethiol deri-
vative with a substituent(s) at ortho and/or meta posi-
tions is used for surface modification, the degree of
freedom in manipulating the surface properties is
increased. It is possible that such a surface modifica-
tion improves the characteristics of organic TFTs fab-
ricated from the solution process.

In this paper, we report on the work function and
surface tension of a Au surface modified with benze-
nethiol derivatives having a fluorine atom(s). The
measured work function is reviewed on the principle
of dipole moments calculated by density functional
theory (DFT). The surface tension was calculated from
contact angles of water and ethylene glycol droplets on

a modified surface. Finally, the characteristics of
organic TFTs with modified electrodes are represented
in an application for modified electrodes.

2. Molecules used for modification

The following benzenethiol derivatives with a fluorine
atom(s) were wused for surface modification:
2-fluorobenzenethiol (2-FBT), 3-fluorobenzenethiol
(3-FBT), 4-FBT, 2,6-difluorobenzenethiol (2,6-DFBT),
3,5-difluorobenzenethiol (3,5-DFBT), 3,4,5-trifluoro-
benzenethiol (TFBT), PFBT, and 2,3,5,6-tetrafluoro-4-
(trifluoromethyl)benzene-thiol (TMBT). The molecu-
lar structure of each is shown in figure 1(a). 2-FBT,
3-FBT, and 4-FBT are useful in evaluating the impact of
the fluorine atom at the ortho, meta, and para position
of the benzene ring on the work function and surface
tension, respectively. The combinations of either 2-FBT
and 2,6-DFBT, or 3-FBT and 3,5-DFBT are useful to
examine the impact that the number of fluorine atoms
has. PFBT is most commonly used for surface modifica-
tion on drain and source electrodes of bottom-contact
p-channel organic TFTs. This is because an Au surface
modified by PFBT has a relatively high work function
when compared to Au surfaces that have been modified
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Figure 2. (a) Schematic illustration of an Au surface modified with a benzenethiol derivative evaluated in this study. (b) Energy
diagram for an Au surface covered with a monolayer consisting of molecules having a dipole moment d.
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by other benzenethiol derivatives [16, 17]. However, a
fluorine atom at the ortho position possibly causes a
decrease in the work function. To confirm this, TFBT
with no fluorine atom at the ortho position was selected.
Similarly, a derivative with a group containing multiple
fluorine atoms at the para position possibly contributes
to an increase in the work function. To confirm this,
TMBT with a trifluoromethyl group at the para position
was selected. It is expected that Au surfaces modified by
TFBT and TMBT have higher work functions than
when modified by PFBT.

The dipole moment d for the molecules shown in
figure 1(a) was calculated to deliberate work functions
of modified Au surfaces. Dipole moments can be
obtained from quantum chemical calculations. In this
study, a quantum chemical calculation was performed
on the principle of DFT, using Gaussian 09 software
with the B3LYP method and the LanL2DZ basis set
[47]. The calculated dipole moments are summarized
in table 1 and the measured work functions are
explained in section 3. The dipole moments are deno-
ted by the debye (D) unit. The direction of d does not
correspond with the molecular axis shown in
figure 1(b), and therefore the polar angle 6 for d is typi-
cally not equal to 0° or 180° in the spherical coordinate
system. Conversely, the azimuth angle ¢ for d is
approximately equal to 0°, 90°, 180°, or 270°. The z-
component (d,) of d defined as d, = |d| cos 0, affects
change in the work function. Thus, 6 and d, values
obtained are also shown in table 1.

The calculated d, values range between —2.62 and
+3.75 D. Dipole moments for 2-FBT, 3-FBT, and
4-FBT have 6 values of 157.2°, 77.6° and 57.8°,

Table 1. Magnitude of dipole moment |d|, the z-component d,,
the polar angle 6, and measured work function ®.

Molecule |d| (D) d,(D) 0 (degree) D (eV)
2,6-DFBT 2.84 —2.62 157.1 4.24
2-FBT 2.02 —1.86 157.2 4.36
Bare — — — 4.97
3-FBT 0.95 0.20 77.6 4.96
4-FBT 1.35 0.72 57.8 522
3,5-DFBT 1.48 0.89 52.7 5.20
PFBT 2.35 2.08 28.1 5.73
TFBT 3.24 3.01 21.3 591
TMBT 3.99 3.75 20.0 6.02

respectively. The difference in 6 leads to a large varia-
tion in d,. In particular, a fluorine atom at the ortho
position leads to a negative d,. Also, the dipole
moment for 2,6-DFBT indicates that two fluorine
atoms at the ortho position contribute to more nega-
tive d,. TFBT and TMBT have a larger d, than PFBT,
which was expected. This indicates that fluorine atoms
at the ortho positions of PFBT suppress the magnitude
ofd,.

3. Work function measurement

Figure 2(a) is a schematic illustration of an Au layer
modified with a benzenethiol derivative, prepared for
measuring the work function and the contact angle. A
monolayer, formed on a metal surface from a molecule
with d, induces a potential energy shift. This can be
observed from a change in the work function of the
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Figure 3. (a) Electron emitting yields versus photon energy for PFBT-, 3-FBT-, and 2-FBT-modified Au surfaces measured with an
atmospheric photoelectron spectrometer. (b) Measured work functions of Au surfaces modified with various benzenethiol derivatives
(blue filled circles) and that of a bare Au surface (open circle). The horizontal axis is represented by the z-component d, of dipole
moments calculated for molecules used for the surface modification.

modified metal, as shown in figure 2(b). The work
function change A® can be given by

gN|d| cos o

AD = (6]

€

where ¢ is the elementary charge, N is the area density
of the molecule, « is the angle of the dipole direction
relative to the surface normal, and ¢ is the permittivity
of the monolayer [37]. When the positive (negative)
charge of the dipole is placed on the surface, cos « is
positive (negative) and the dipole induces an increase
(a decrease) of the work function.

The substrate with a modified Au surface was pre-
pared as follows. The 5 nm thick adhesive Aug gsNig s
and the 60 nm thick Au layers were deposited by ther-
mal evaporation at room temperature on an n"-Si sub-
strate with a 35nm thick SiO,. The substrate was
cleaned in ethanol, and was exposed to UV/ozone to
remove carbon contaminations. To form a monolayer,
the substrate was immersed for 5 min ina 10 mmol 1~
ethanol solution containing a benzenethiol derivative.
At this concentration, the immersion time is enough to

saturate the area density of the molecule [16, 38]. After
the monolayer was formed, the substrate was rinsed
with ethanol several times. A substrate rinsed with etha-
nol without monolayer formation after UV/ozone
treatment was used as a bare Au substrate. The resulting
substrate was used for measurement of the work func-
tion and the contact angle. The work function was mea-
sured with an atmospheric photoelectron spectrometer
(Riken Keiki AC-2).

Figure 3(a) shows the electron emitting yields
measured for Au surfaces modified with 2-FBT,
3-FBT, and PFBT as examples of work function mea-
surement. The square root of electron emitting yields
increases almost linearly above a certain photon
energy. The work function is obtained from the energy
of the intersection of the baseline and line fitting to
plots increasing linearly, as shown in figure 3(a). The
arrows show the work functions estimated from the
fitting. Figure 3(b) shows the measured ® versus d, for
Au surfaces modified with the molecules in figure 1(a).
The measured ® values are listed in table 1. The dotted
line in figure 3(b) is a line fitting to the plots of ® versus

4
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Figure 4. (a) Illustration of aliquid droplet for contact angle measurement. Two red arrows represent surface tensions.
Microphotographs of water droplets on (b) 2-FBT-modified and (¢) TMBT-modified Au surfaces.

Ligquid
(Water or ethylene glycol)

d, and can be represented by ®(d,) = (0.301 eV/D)
d, + 4.972 eV. The plots are nearly on the dotted line.
In addition, ®(0) = 4.972 eV is very close to a work
function of 4.97 eV measured for a bare Au surface.
This indicates that the work function change A® is
proportional to d,. This suggests that the area density
of the molecule in a monolayer does not largely
depend on the type of benzenethiol derivative. Assum-
ing that the molecular axis is perpendicular to the sur-
face, « in equation (1) is equal to the polar angle 6 of
the dipole moment and |d| cos & = |d| cos § = d,. In
this case, gN/e = 0.301 eV/D. Thus, the N values are
estimated to be 2.4 x 10" cm™? by assuming that
€ = 3.0[39, 40]. The atomic density on a Au(111) sur-
face is calculated from the lattice constant to be about
1.38 x 10" cm 2. The N values for the benzenethiol
derivatives suggest that a molecule for formation of a
monolayer is present on a surface area consisting of
approximately six Au atoms.

The measured ® values are between 4.24 and
6.02 eV. The TMBT-modified Au surface exhibits the
highest work function of 6.02 eV and the 2,6-DFBT
exhibits the lowest work function of 4.24 eV. Since the
experimental A® is proportional to the calculated d,,
the work function agrees with the result expected from
the dipole moment. Thus, the anticipated value of the
measured ® coincides with the estimations of each
benzenethiol derivative as described in section 2. As
predicted in section 2, the use of 2,6-DFBT with two
fluorine atoms at the ortho positions is useful to
decrease the work function of a modified metal sur-
face. We have reported on the work function of Au
surfaces modified with various benzenethiol deriva-
tives [16, 17, 33]. The DABT-modified Au surface has
exhibited the lowest work function of 4.37 eV [17].
The work function of 2,6-DFBT, 4.24 eV, is lower than

that of DABT. The use of a 2,6-DFBT-modified Au
surface could possibly improve the characteristics of
n-channel organic TFTs with bottom-contact
configuration.

4. Contact angle measurement

Figure 4(a) shows a schematic illustration of the setup
to measure the contact angle. De-ionized water and
ethylene glycol were used in the measurements. An
image of a droplet on a substrate was captured with a
digital microscope and used to measure the size of the
droplet. The contact angle 6- on a substrate was
calculated using the following equation:

Oc = 2tan"' (2h/1) )

where h and [ are the height and the baseline length of
the droplet on the substrate. The 6 value in this paper
is an average of values calculated from contact angles
measured at three or more points on a substrate. To
demonstrate contact-angle measurement, micropho-
tographs of water droplets on Au surfaces modified
with 2-FBT and TMBT are shown in figures 4(b) and
(c), respectively. The contact angles are 64.8° for
2-FBT and 97.7° for TMBT. The contact angle adopted
in this study is a static contact angle, and probably
different from the dynamic contact angle [41].
Although dynamic contact angle play an important
role in the solution process for organic TFTs, we
simply focus on static contact angles as the first
research of derivatives listed in figure 1.
The contact angle is expressed as

[~y d [~ P
1+ cosfe = 2@—;” T 21/751’—? 3)
L L

where ~; is the interfacial tension for the liquid-air
interface, 7, ¢ is the dispersion component of y;, v, ? is
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Figure 5. Surface tension ~° (red filled circles), dispersion component 75 (orange filled diamonds) and polar component +; ? (blue
filled triangles) of Au surfaces modified with various benzenethiol derivatives. The length of the error bar is twice the standard

Table 2. Contact angle of water (fy) and ethylene glycol (0zs) measured on Au surfaces modified with
various benzenethiol derivatives; dispersion (g 4y and polar (75 ) components of surface tension (vs)
calculated from the measured contact angle. The value after + indicates the standard deviation.

Contact angle (degree) Surface tension (mN/m)

Ow Orc 'st %P Vs
Bare 57.1 £ 1.61 — — — —
2-FBT 64.8 + 0.76 43.8 + 3.27 149 £+ 2.75 22.7 £ 2.50 37.6 + 0.64
2,6-DFBT 67.7 £+ 0.46 45.1 £+ 2.30 16.7 £ 2.09 19.0 + 1.60 35.8 + 0.61
3-FBT 77.4 £ 0.75 50.4 + 1.77 22.8 +2.21 9.5 + 1.16 32.3 + 1.18
3,5-DFBT 78.1 £ 0.60 522 + 1.77 21.6 + 2.11 9.7 + 1.11 31.2 + 1.08
4-FBT 85.1 + 1.91 55.1 + 0.34 27.4 + 2.76 4.5 + 1.47 319 + 1.30
TFBT 89.5 + 2.25 60.3 £+ 0.67 26.7 + 3.35 32+ 1.42 30.0 + 1.96
PFBT 88.6 + 0.59 61.7 £ 0.55 23.6 + 1.06 4.1 £+ 0.48 27.7 £ 0.62
TMBT 97.7 + 4.94 69.2 £+ 0.95 25.7 + 6.82 2.0 £ 2.22 27.7 £ 4.76

the polar component of 77, v, ¢ and 4 ? are, respectively,
the dispersion and polar components of the interfacial
tension for the solid-air -y [42—44]. Using contact angles
measured for water (fy) and for ethylene glycol (6gc),
7? and 7 ? can be calculated from equation (3). In
this study, 7, ¢ = 22.1mN m ', P = 50.7mN m!
for water and ¢ =30.1mN m~ ', and P =
176 mNm ' for ethylene glycol were used in the
calculations [43].

The measured contact angles and calculated surface
tensions on the Au surfaces modified with the various
benzenethiol derivatives are listed in table 2 in descend-
ing order of s and depicted in figure 5. The 6y values
for modified Au surfaces range from 64.8-97.7°, which
is higher than that of a bare Au surface. The highest
value of 0y, = 97.7° was obtained from the TMBT-
modified Au surface. The second highest value of
0w = 89.5° was obtained from the TFBT-modified Au
surface. The value for TFBT is close to that for the

PFBT-modified Au surface, suggesting that fluorine
atoms at meta and para positions are dominant at a high
contact angle. Conversely, the 0y, value for 2,6-DFBT is
slightly higher than that for 2-FBT. It seems that a fluor-
ine atom at an ortho position slightly affects a high con-
tact angle. The ascending order of 6y is almost the same
as that of fgg. We have reported 6y values of Au sur-
faces modified with various benzenethiol derivatives
[17, 33]. The 6y value ranged between 77.5-88.3°,
except for benzenethiol derivatives containing O or N
atoms. The results in table 2 suggest that the use of ben-
zenethiol derivatives examined in this study expands
the range of 0y

The ~s values calculated are in the range of 26.8
and 37.4 mN m ™, as indicated in table 2. As predicted
from the measured water contact angles, the TMBT-
and 2-FBT-modified Au surfaces have the lowest and
the highest surface tensions, respectively. In general,
fluorine atoms lead to low surface energy.
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Figure 6. (a) Cross-sectional illustration of a DNTT TFT having electrodes modified with a benzenethiol derivative. (b) Photograph of

We have reported that an MBT-modified Au sur-
face has ® = 4.47eV and 60y, = 88.3° [33]. The
® = 4.47 eV for MBT is close to & = 4.36¢V for a
2-FBT-modified Au surface in this study. On the other
hand, the 2-FBT-modified Au surface exhibited
0y = 64.8°, which is far from 6, = 88.3° for MBT.
The relative low contact angle of 2-FBT is attributed to
the high surface tension. Au electrodes modified with
2-FBT are suitable for organic TFTs fabricated from
the solution process. The use of a benzenethiol deriva-
tive having a substituent at an ortho position allows us
to select surfaces with a certain work function and dif-
ferent water wettability.

5. Application to organic thin-film
transistors

Organic TFTs were fabricated for the evaluation of
modified electrodes. PFBT, 3-FBT, and 2-FBT were used
for surface modification of the contact electrode.
Figure 6(a) shows the cross-section of a fabricated TFT.
Dinaphtho(2,3-b:2’,3'-f]thieno[3,2-b]thiophene

(DNTT) was used as the channel material. The highest
occupied molecular orbital energy level of a DNTT
molecule has been calculated to be —5.19 eV using a
quantum chemical calculation [45]. The DNTT TFT was
fabricated on a highly-doped n-type silicon substrate
(n*-Si) with a 40 nm thick SiO, having a unit area
capacitance of 83.2 nF/cm?. Drain and source electrodes
were patterned by conventional photolithography and a
lift-off process. The 5nm thick AuggsNipgs adhesive
layer and the 25 nm thick Au layer were deposited by
thermal evaporation. The use of AuNi as an adhesive
layer contributes to the lowering of contact resistance
[46]. The substrate surface was treated by UV /ozone,
and exposed to a hexamethyldisilazane (HMDS) vapor.
For the HMDS treatment, the substrate was heated at
120 °C for about 1h. As a result, a trimethylsilyl
monolayer was formed on the SiO, surface. For the
formation of a monoleyar on the drain and source

electrodes, the substrate was immersed for 5 min in a
10 mmol 17! acetonitrile solution with PFBT, 3-FBT, or
2-FBT. Finally, the 30 nm thick DNTT was deposited
through a shadow mask at room temperature. The
channel width (W) was 1 mm and, the channel length (L)
was 2, 4, 10, 20, or 40 um. The photograph of a DNTT
TFT is shown in figure 6(b). The fabricated transistors
were electrically characterized at room temperature in a
dry-nitrogen filled glovebox.

Figure 7(a) shows the drain current (Ip) versus gate
voltage (V) characteristics at a drain voltage of (Vp) of
—15V for TFTs with L = 4 pm. The field-effect mobi-
lities in the saturation regime (14,;) were estimated from
the transfer curves to be 0.56cm?*V ™' s~! for PFBT,
0.44 cm?® V! s7! for 3-FBT, and 0.25cm?>V ' s™! for
2-FBT. The threshold voltages (V1) were —2.1V for
PFBT, —2.8 V for 3-FBT, and —3.0 V for 2-FBT. The
value decreases in the order of PFBT, 3-FBT, and
2-FBT. The field-effect mobilities in the linear regime
were estimated from the transfer curves at Vp, = —1V
(not shown) to be 0.11cm?*V~' s7' for PFBT,
0.036 cm® V™' s~" for 3-FBT, and 0.017 cm”* V™' s~ for
2-FBT. The decrease in mobility in the linear regime is
noticeable when compared to those in the saturation
regime. The decrease seems to reflect the difference in the
contact resistance at the interface between the DNTT and
the modified Au.

Therefore, the contact resistance (Rc) was exam-
ined by the transfer line method in which R is calcu-
lated from the channel-length dependence of on-
resistance: Roy = 1(0Ip/0Vp). Figure 7(b) shows the
width-normalized Ry versus L of organic TFT's with
PFBT-, 3-FBT-, and 2-FBT-modified electrodes. The
contact resistance is obtained as the value of Ry at
L = 0. The contact resistances for PFBT, 3-FBT, and
2-FBT were estimated to be 0.84, 3.7, and 9.6 k{2 cm,
respectively. As anticipated from the current-voltage
characteristics, the contact resistance increases in the
order of PFBT, 3-FBT, and 2-FBT. The increase is pos-
sibly attributed to the decrease in the work function of
the same order. The measured work functions of

7
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DNTT TFTs having electrodes modified with PFBT, 3-FBT, and 2-FBT used for calculation of contact resistance.

PFBT-, 3-FBT-, and 2-FBT-Au surfaces given in
table 1 were 5.73, 4.96, and 4.36 eV, respectively. Also,
the difference in the surface tension of the modified
electrodes may cause the different in the contact resist-
ance. High surface tension is more suitable to improve
the characteristics of organic TFTs. The contact resist-
ance for Au electrodes modified with 2-FBT is large
despite the high surface tension. Thus, the large con-
tact resistance for 2-FBT is mainly due to the low work
function of the Au electrodes modified with 2-FBT. A
modified metal with a low work function is not sui-
table for drain and source electrodes in the p-channel
organic TFT, organic TFTs with such a modified elec-
trode with a low function were fabricated to examine
the influence of the work function change in this
study. Conversely, use of TFBT- or TMBT-modified
electrodes may reduce the contact resistance and
improve the transistor performance.

6. Conclusion

We investigated the surface properties of Au surfaces
modified with benzenethiol derivatives with a fluorine

atom(s) by measuring the work function and the
contact angles. The work function measured was in
the wide range of 4.24-6.02 eV, and increased almost
linearly with the z-component of the dipole moment
in the benzenethiol derivative that was used for the
modification. The work functions of TFBT- and
TMBT-modified Au surfaces were 5.91 and 6.02 eV,
respectively, which are higher than that of a PFBT-
modified Au surface. The water contact angle was
found to vary in the wide range of 64.8 to 97.7°. Also,
the surface tension was in the wide range of
26.8-37.4 mN m ™. The use of a benzenethiol deriva-
tive with a substituent(s) at an ortho position(s)
expanded the range of water contact angle and surface
tension. The work function measured and the wett-
ability observed for the modified Au surfaces appear
relevant in the design of electronic devices with metals
that are modified with benzenethiol derivatives.
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